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SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS PPB \ NUMBER UNITS PPB

D2 BED-2-225-230 
D2 BED-2-230-235 
D2 BED-2-235-240 
D2 BED-2-240-245 
D2 BED-2-245-250

D2 BED-2-250-255 
D2 EED-2-255-260 
D2 BED-2-260-265 
D2 BED-2-265-270 
D2 BED-2-270-275

<5
<5
<5
<5
<5

<5
5

<5
<5
<5

D2 BED-10-30-35 
BED-10-35-40 
BED-10-40-45 
BED-10-45-50 
BED-10-50-55

-10-55-60 
-10-60-65 
-10-65-70 
rl0-70-75 
J0-75-80 i

D2 BED-2-275-280 <5 D2 BED-lV- 30-Jp 5
D2 BED-2-280-285 <5 D2 BED-loV15/0 5
D2 BED-2-285-290 <5 D2 BED-10-’W/95 5
D2 BED-2-290-295 <5 D2 BED-10-'1-100 5
D2 BED-2-295-300 <5 D2 BED-10^foyios 5

D2 BED-2-300-305 <5
D2 BED-2-305-310 <5
D2 BED-2-310-315 <5
D2 BED-2-315-320 <5
D2 BED-2-320-325 <5

D2 BED-l/-105-\l0 10
D2 BEB-/0-110-M5 5
D2 BEd/o-115-IjD 5
D2 BE/l0-120-12\ 5
D2 Ba-10-125-13<\ 5

D2 BED-2-325-330 <5
D2 BED-2-330-335 <5
D2 BED-2-335-340 <5
D2 BED-2-340-345 <5
D2 BED-2-345-350 <5

D2 /ED-10-130-135 \ 15
D2)BED-10-135-140 \ 5
D/BED-10-140-145 \ 10
DI BED-10-145-150 \ 5
12 BED-10-150-155 \ 5

D2 BED-2-350-355 <5
D2 BED-2-355-360 <5
D2 BED-2-360-365 <5
D2 BED-2-365-370 <5
D2 BED-2-370-375 <5

/D2 BED-10-155-160 \ 15
/ D2 BED-10-160-165 \ 5
/ D2 BED-10-165-170 \ 5
/ D2 BED-10-170-175 \ 20
/ D2 BED-10-175-180 \ 5

D2 BED-2-375-380 <5
D2 BED-2-380-385 <5
D2 BED-2-385-390 20 ,
D2 BED-2-390-395 <5 i

BED-10-0-5 1

/ D2 BED-10-180-185 \5
[ D2 BED-10-185-190 «
1 D2 BED-10-190-195 l\

D2 BED-10-195-200 15\
D2 BED-10-200-205 5 \

D2 BK^IO-S-IO^X^ 5 I D2 BED-10-205-210 5 \
D2 BED-10-210-215 5 \
D2 BED-10-215-220 5 \
D2 BED-10-220-225 5 \
D2 BED-10-225-228 10 l
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PPM

Au
PPB

R2 PES-2-0-5 0.6 /cr
NU

R2 BES-2-10-15 0,5 ytr,
\ J
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SAMPLE ELEMENT
NUMBER UNITS

Au
PPB

SAMPLE
NUMBER

ELEMENT Au
UNITS PPB

<5

D2 BES-02-15-20 <5
1

_ _ _ _ _ _ _ _ _ _
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SAMPLE ELEMENT A3 Au SAMPLE ELEMENT A3 Ay

NUMBER UNITS PPM PPB NUMBER UNITS PPM PPB

D2 B-4-0-5 0,9 30
D2 B-4-5-10 0,5 10
B2 B-4-35-40 0.4 15
B2 B-4—40-45 1,1 10
D2 B-4-45-50 0.9 25

D2 B-4-225-230 0.2 <5
D2 B-4-230-235 0.2 <5
D2 B-4-235-240 0.4 <5
B2 B-4—240-245 0,3 <5
D2 B-4-245-250 0,2 <5

D2 B-4-50-55 0.9 <5
D2 B-4-55-60 1.0 10
D2 B-4-60-65 0.7 5
D2 B-4-65-70 0.6 <5
B2 B-4-70-75 1,0 <5

D2 B-4-250-255 0,7 <5
B2 B-4-255-260 0.8 <5
B2 B-4-260-265 0.4 <5
B2 B-4-265-270 <0,2 <5
B2 B-4-270-275 0,4 <5

B2 B-4-75-B0 1.0 15 B2 B-4-275-280 0.4 <5
B2 B-4-80-85 0.5 40 B2 B-4-280-285 0,3 <5
B2 B-4-85-90 * 0.2 25 B2 B-4-285-290 0.6 10
B2 B-4—90-95 <0,2 5 B2 B-4-290-295 0.6 15
B2 B-4-95-100 0.4 45 B2 B-4-295-300 0,7 15

D2 B-4-100-105 
D2 B-4-105-110 
D2 B-4-110-115 
D2 B-4-115-120 
D2 B-4-120-125

D2 B-4-125-130 
D2 B-4-130-135 
D2 B-4-135-140 
D2 B-4-140-145 
B2 B-4-145-150

B2 B-4-150-155 
D2 B-4-155-160 
D2 B-4-160-165 
B2 B-4-165-170 
D2 B-4-170-175

D2 B-4-175-180 
D2 B-4-180-185 
D2 B-4-185-190 
D2 B-4-190-195 
D2 B-4-195-200

H2 B-4-200-205 
D2 B-4-205-210 
D2 B-4—210-215 
B2 B-4-215-220 
D2 B-4-220-225

0,4
<0.2
0,3
0.7

<0,2

Q,6
0,8
0.3
0.6
0.5

0,5
0.3
0.3
0.6

0.2
0.3

vu

0.3
<0.2
<0.2

15
60
5
<5
<5

<5
20
5
5
<5

<5
<5
<5
<5
<5

<5
<5
<5
5
<5

5
<5
<5
<5
5

B2 B-4-300-305 
B2 B-I5-0-5
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SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS PPB NUMBER UNITS PPB 1

( D2 B-4-0-5 30 D2 8-4-225-230 <5
D2 B-4-5-10 10 D2 B-4-230-235 <5
02 B-4-35-40 15 D2 B-4-235-240 <5
D2 B-4-40-45 10 D2 B-4-240-245 <5
D2 8-4-45-50 25 D2 B-4-245-250 <5

B2 B-4-50-55 <5 D2 B-4-250-255 <5
02 B-4-55-60 10 D2 B-4-255-260 <5
B2 B-4-60-65 5 D2 B-4-260-265 <5
02 B-4-65-70 <5 D2 B-4-265-270 <5
D2 B—4-70-75 <5 D2 B-4-270-275 <5

D2 B-4-75-80 15 02 B-4-275—280 <5
D2 B-4-80-85 40 02 B-4-280-285 <5
02 B-4-85-90 25 02 B-4-285-299 10
D2 B-4-90-95 5 D2 B-4-290-295 15
02 B-4-95-100 45 02 B-4-295-300 15

02 B-4-100-105 15 02 B-4-300-305 10t 02 B-4-105-110 60 )D2 B-15-0-5
02 B-4-110-115 C.a E B-35-5-10
02 B-4-115-120 <5 d\ 8-15-10-15 15

02 B-4-12G-125 <5 D2\-15-15-20 / <5

02 8-4-125-130 <5 02 B-X5-20-25 / <5
02 B-4-130-135 20 02 B-lV-25-30 / 5

02 B-4-135-140 5 02 B-15^0-35 / <5

02 B-4-140-145 5 02 B-15-S-40 J' <5

02 B-4-145-150 <5 02 B-35-4V45 / <5

02 B-4-150-155 <5 02 B-15-45-* / <5
02 B-4-155-S60 <5 02 B-15-50-5\ / <5
02 B-4-160-165 <5 02 B-15-55-60Y <5
02 B-4-165-170 <5 02 B-15-60-6l/\ <5
02 B-4-170-175 <5 02 B-15-65-JF \ <5

02 B-4-175-180 <5 02 B-15-7A75 \ <5
02 B-4-180-185 <5 02 B-15-/i-80 )1 <5
02 8-4-185-190 <5 02 B-1^30-85 \ <5
02 B-4-190—195 5 02 B-]/-85-90 \ <5
02 B-4-195-200 <5 02 bYs-90-95 \ <5

02 B-4-200-205 5 D2/-15-95-100 \ <5
02 B-4-205-210 <5 Dp-15-100-105 \<5
02 B-4-230-215 <5 M B-15-105-110 \s
02 B-4-215-220 <5 #2 8-15-110-115
02 B-4-220-225 5 «2 8-15-115-120 <\
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SAMPLE ELEMENT Au 
NUMBER UNITS PPB

D2 FED-5-25-30 10
B2 BED-5-30-35 <5 
D2 BED-5-35-40 125 
D2 BED-5-40-45 55 
D2 BED-5-45-50 15

D2 BED-5-50-55 45 
D2 BED-5-55-60 40 
D2 BED-5-60-65 200 
D2 BED-5-65-70 240 
D2 BED-5-70-75 705

D2 BEB-5-75-80 160 
D2 BED-5-80-85 175 
D2 BED-5-85-90 30 
D2 BED-5-90-95 20 
B2 BED-5-95-100 55

>

D2 BED-5-100-105 50 
D2 BED-5-105-110 210 
D2 BED-5-110-115 30 
D2 BED-5-115-120 15 
D2 BED-5-120-125 40

SAMPLE
NUMBER

ELEMENT
UNITS

j


